
Sample 
number

Matrix

1 soil

2 soil

3 soil

PROJECT NAME: Avenues SV DATE: 04/24/19
PROJECT NUMBER: 15929.000.000

CLIENT: Avenues World Holdings, LLC 
PHASE NUMBER: 002

Tested by: M. Quasem Reviewed by: G. Criste 

WATER SOLUBLE SULFATES IN SOILS
ASTM C1580

1-B6@6-6.5 ND

Water Soluble Sulfate 
% by mass

Sample Location / ID

1-B2@8-8.5 ND

1-B4@6-6.5 ND

Remarks: Results are reported to the nearest 100mg/kg.  Anything less than 50mg/kg will be reported as 'ND' for Not-Detectable. 

Lab Address: 3420 Fostoria Way Suite E, Danville, CA 94526.  Phone No. (925) 355-9047.









L I Q U E F A C T I O N  A N A L Y S I S  R E P O R T

Input parameters and analysis data

B&I (2014)
B&I (2014)
Based on Ic value
8.10
0.50
.

G.W.T. (in-situ):
G.W.T. (earthq.):
Average results interval:
Ic cut-off value:
Unit weight calculation:

Project title : Avenues Silicon Valley Location : San Jose, California

ENGEO Incorporated

6399 San Ignacio Avenue

San Jose, CA

http://www.engeo.com

CPT file : 1-CPT4

30.00 ft
30.00 ft
3
2.60
Based on SBT

No
N/A
N/A
Yes
Yes

Clay like behavior
applied:
Limit depth applied:
Limit depth:
MSF method:

 
Sand & Clay
No
N/A
Method
based

Summary of liquefaction potential
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This software is licensed to: ENGEO Incorporated CPT name: 1-CPT4

C P T  b a s i c  i n t e r p r e t a t i o n  p l o t s  ( n o r m a l i z e d )
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SBTn legend

1. Sensitive fine grained

2. Organic material

3. Clay to silty clay

4. Clayey silt to silty
clay5. Silty sand to sandy silt

6. Clean sand to silty sand

7. Gravely sand to sand

8. Very stiff sand to
clayey sand
9. Very stiff fine grained

Input parameters and analysis data

B&I (2014)
B&I (2014)
Based on Ic value
8.10
0.50
30.00 ft

Depth to GWT (erthq.):
Average results interval:
Ic cut-off value:
Unit weight calculation:
Use fill:
Fill height:

30.00 ft
3
2.60
Based on SBT
No
N/A

N/A
Yes
Yes
Sand & Clay
No
N/A




